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        Addresses stress corrosion cracking (SCC) in carbon steel equipment used in distribution, transportation, storage, and blending of denatured fuel ethanol. API, with assistance from the Renewable Fuels Association (RFA), conducted research on the potential for metal cracking and product leakage in certain portions of the fuel ethanol distribution system. TR 939-D contains a review of existing literature, results of an industry survey on cracking events and corrosion field monitoring, information on mitigation and prevention.      
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        An extensive survey of published literature, service experience and previously unpublished studies on stress corrosion cracking (SCC) of carbon steel in fuel grade ethanol and related topics was conducted by InterCorr International, Inc. (Houston, Texas) for The American Petroleum Institute and a consortium which also includes the Renewable Fuels Association.      
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