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        Provides guidelines for materials, practices, and methods of corrosion control for fixed offshore platforms. Includes information on three major areas: 1.the submerged zone; 2. the splash zone; and 3. the atmospheric zone.  Addresses structural design, cathodic protection criteria, design and installation of cathodic protection systems, control of interference currents, dielectric shields, surface preparation, coatings and inspection, and corrosion control records.      
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