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This Practice provides requirements for the installation of monolithic refractory linings in process equipment and piping. Included are preparation, installation, curing, and repair of the linings. This Practice also covers heat dryout of newly installed or repaired linings.
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        This Practice provides the requirements for the installation of monolithic refractory linings in process equipment and piping. Installation methods include preparation, application, curing, and repair of the linings. RFSM2000 also covers heat dryout of newly installed or repaired linings.      
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        This Practice provides requirements for the installation of monolithic refractory linings in process equipment and piping. Included are preparation, installation, curing, and repair of the linings. This Practice also covers heat dryout of newly installed or repaired linings.      
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